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Molded Min-K boards and shapes offer the thermophysical
properties of Min-K insulation in easily handled boards and
shapes. Molded Min-K insulation is made in two standard types:
1302 and the High Purity TE series. These materials can also be
in specified shapes, molded to close dimensional tolerances in
sizes and thicknesses consistent with pressure and heat-molding
techniques.

Molded Min-K insulation has been used successfully in manned
spacecraft, aircraft, and other high-temperature applications
where low thermal conductivity plus space and weight savings
are a critical consideration. This includes steady-state and tran-
sient applications.

Min-K 1302 is a microporous material specifically designed to be
molded into block and machined to specific customer designs.
Min-K 1302 can also be supplied in blocks or boards.

Min-K TE series was developed specifically to eliminate the con-
ditioning needed to reduce impurities and offgasing for contact
with thermoelectric conversion devices. The TE series has simi-
lar physical and thermophysical when compared to Min-K 1302.
It is particularly suited for many other applications requiring high-
purity, noncontaminating thermal insulation.

Readily molded and machined to specified shapes, Min-K TE
series insulations offer high chemical purity, no thermal decom-
position, low linear shrinkage, and the low thermal conductivity.

Min-K TE 1200 can be used in contact with lead-telluride ther-
moelectric devices. The fibrous component of the material allows
TE 1200 to be direct molded into fairly intricate shapes.

Min-K TE 1400 is used in contact with lead telluride thermoelec-
tric devices, and lend support to thermoelectric heat sources. TE
1400 has a fibrous component developed for improved material
strength. While TE 1400 can be machined, it does not lend itself
to direct molding of intricate shapes.

Min-K TE 1800 was developed for non-loadbearing applications
and can be machined to shape. TE 1800 has been used in con-
tact with silicon-germanium thermoelectric devices.

Features

 Microporous

 Low thermal conductivity

» Compression resistant

» Machined to customer specification
* Lightweight

* Organic

Applications

» Aerospace

* High temperature

» Thermoelectric devices

« Instrumentation and analytical equipment

Physical Characteristics

Standard Sizes

Molded Min-K insulation is manufactured in the following combi-

nations:

Standard block, in.(cm)

Standard sheet, in. (cm) 18 x 36 (45 x 90)

Thicknesses, in. (cm) 3 - 3 (0.94 - 7.5)

NOTE: Special sizes and thicknesses are available on request.
Also upon request, Molded Min-K insulation will be man-
ufactured to meet requirements of MIL-1-24244 with cer-
tification supplied.

12 x 12 (30 x 30)



Boards and Shapes
Molded Min-K Insulation

Thermophysical Data

Specific Heat Mean Temp. °F (°C)

Min-K 1302 400 (204)
800 (427)
1200  (649)
1600 (871)
Thermophysical Data Typical

Nominal Density:

Physical Properties
20 pcf (320 kg/m?)

Max. service temp. °F (°C)

BTUelb+°F (Joules/kg°C)
0.23 ( 963)
0.25 (1046)
0.27 (1130)
0.27 (1130)
MIN-K

Min-K 1302

1800 (982)

Average transverse strength,

psi minimum (kg/cm?)
Comp. strength, psi:
5% compression

8% compression

55 (3.9)

110
190

Linear shrinkage, % 4 hrs

@ 1800°F (982°C)"

0.5

TE 1200

1200 (649)

35 (2.5)

100
170

n/a

TE 1400

1400 (760)

60 (4.2)

70
125

0.5

Product Information

TE 1800

1800 (982)
50 (3.5)

95
155

0.5

Additional Information: For the TE Series, the dielectric constant is approximately 1.75, with a dissipation factor of 0.003, as measured in the fre-
quency range of 0.1 to 10 MHz. At 9300 MHz, the dielectric constant is approximately 1.3, with a dissipation factor of 0.006.

Thermal Conductivity

BTUsin./hreft?s°F

(ASTM C-518)
Min-K 1302
Min-K TE 1200
Min-K TE 1400
Min-K TE 1800

(Watt/meters°C)

(ASTM C-518)
Min-K 1302
Min-K TE 1200
Min-K TE 1400
Min-K TE 1800

The values given herein are typical average values obtained in accordance
with accepted test methods and are subject to normal manufacturing varia-
tions. They are supplied as a technical service and are subject to change
without notice. Therefore, the data contained herein should not be used for
specification purposes. Check with your Thermal Ceramics office to obtain
current information.

Thermal Ceramics is a trademark of The Morgan Crucible Company plc.
Min-K is a trrademark of Thermal Ceramics Inc.
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Mean Temp. °F (between hot surface and cold surface)

300° 400° 600° 800° 1000°
0.21 0.22 0.23 0.25 0.27
0.2 0.2 0.21 0.23 0.25
0.2 0.21 0.21 0.23 0.26
0.23 0.23 0.24 0.25 0.28
Mean Temp. °C (between hot surface and cold surface)
149° 204° 316° 427° 538°
0.030 0.032 0.033 0.036 0.039
0.029 0.029 0.030 0.033 0.036
0.029 0.030 0.030 0.033 0.037
0.033 0.033 0.035 0.036 0.040

United States Eastern Region

T: (866) 785 2763 F: (866) 785 2764
United States Western Region

T: (866) 785 2765 F: (866) 785 2782
Mexico

T: +52 (5) 576 6622

F: +52 (5) 576 1706

South America Sales Offices

Argentina

T: +54 (1) 14373 4439
F: +54 (1) 14372 3331
Brazil

T: +55 (21) 2418 1366
F: +55 (21) 2418 1205

Website: www.thermalceramics.com

1200° 1600°
0.37 0.52
0.3 -
0.3 -
0.34 0.5
649° 871°
0.053 -
0.043 -
0.043 -
0.049 0.072
Chile

T: +56 (2) 854 1064 F: +56 (2) 854 1952
Colombia

T: +56 (222) 82935 F: +56 (222) 82803
Guatemala

T: +50 (2) 4733 295 F: +50 (2) 4730 601
Venezuela

T & F: +58 241 858 2192/858 9562



